EHIR -['\YI—I CONSTRUCTION MATERIALS TESTING EQUIPMENT

CHIR-AYU CONTROLS PVT. LTD.

ACCESSORIES FOR DETERMINING MODULUS OF RUPTURE AND BREAKING
STRENGTH

FT010/MOR/SP

STANDARDS

A i Confirmi to IS 13630 (Part 6), IS 13801 fi
ccessories onfirming to (Pa ) or « 1S 13630 (Part 6),

« IS 13801

Determination of Modulus of Rupture and Breaking Strength.
Rollers: Dia. 25mm x 320mm length: 4 Nos, Rubber Coated.

Rollers: Dia. 12mm x 420mm Length: 4 Nos, Non Coated

ACCESSORIES FOR DETERMINING MODULUS OF RUPTURE
AND BREAKING STRENGTH
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