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BINDER RECOVERY APPARATUS BY ABSON METHOD

Used for recovering the asphalt (bitumen) from a solution of a

. . ) . . STANDARDS
previous extraction. The asphalt is recovered with properties
substantially the same as those it possessed in the bituminous e ASTM D1856
mixture and in quantities sufficient for further testing. e CNR 133
The apparatus consists of a distillation assembly including: e AASHTO T170
« Extraction flasks e AASHTO R59
e Glass tubing
e Inlet aeration tube ORDERING CODE
e Electric heati tl
ectric heating mantle 75-B0026

o Water-Jacketed condenser
Distillation assembly for recovery of asphalt fromsolution by Abson

method. 230V/50Hz/1Ph

e Thermometer

e Gas flowmeter

75-B0026/Z
e Stands and clamps

Distillation assembly for recovery of asphalt fromsolution by Abson

Weight 210k
eight approx.: 10 kg method. 110V/60Hz/1Ph
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BINDER RECOVERY APPARATUS BY ABSON METHOD
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