EHIR -['\YU CONSTRUCTION MATERIALS TESTING EQUIPMENT

CHIR-AYU CONTROLS PVT. LTD.

COMBINED CONSTANT OR FALLING HEAD APPARATUS

Used for both constant or falling head methods for determining the

) . ) } . STANDARDS
soil permeability. The apparatus consists of a two section plastic
chamber, a plated steel top with gaskets, a plastic funnel reservoir e ASTM D2434
550 mm max. head with reservoir upright, a 100 cc pipette, and two

orous stones 63.5 mm dia. x 12.7 mm thick, 300 micron average
porou - x ' ' verag ACCESSORIES

pore size.

38-T0186/A1
e Weight approx.: 4.5 kg
Support base for T0186/A (in case of not supporting on the wall)

38-T0186/A2

Porous stone 71 mm dia. (pack of 5) for Combined constant or falling
head permeameter 38-T0186/A

ORDERING CODE
38-T186/A

Combined constant or falling head permeameter

:

COMBINED CONSTANT OR FALLING HEAD APPARATUS

Regd. Office : 224/1, GIDC, Makarpura, Vadodara-390010. Gujarat, India. M : + 91 7878758606
E : sales@chirayugroup.in W : www.chirayugroup.in  GSTIN : 24AAECC9611Q1ZA PAN No : AAECC9611Q

~ N
contros 1pC global L G e
V Adivision o f CONTROLS ACS +



