BHIR -['\YI—I CONSTRUCTION MATERIALS TESTING EQUIPMENT

CHIR-AYU CONTROLS PVT. LTD.

CONCRETE WORKABILIMETER

Used to verify the homogeneity of concrete in relation to its

workability or plasticity. This test method has particular application STANDARDS

for concretes containing chemical admixtures. * NF P18-452

The apparatus consists of a metal box divided into two parts and fit

with an electrical vibrator system. During operation the concrete is ORDERING CODE
poured into the first section of the box and then the dividing plate is 54-C0152

removed. The vibrator is immediately switched on and the time is .
. Concrete workabilimeter. 230V/50Hz/1PH
recorded when the concrete has spread uniformly across the whole

box.

e Overall dimensions: 800x400x400 mm

e Weight approx.: 30 kg

CONCRETE WORKABILIMETER
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