
DRYING SHRINKAGE PRISM MOULD
Used for determining the effect of aggregates on the drying shrinkage
of concrete. The test is based on the testing of concretes of fixed mix
proportions and aggregates of 20 mm max. size. To complete the
test, the #length-comparator# with the 62-L0034/3 should also be
used. See accessories.

Made from steel.

Weight approx.: 8 kg

DRYING SHRINKAGE PRISM MOULD

 

STANDARDS

EN 1367-4

ACCESSORIES

48-D0453/1

Pins for prism moulds 48-D0453. Set of 12 pcs.

62-L0034/3

Rod 205 mm long

ORDERING CODE

48-D0453

Prism mould 50x50x200 mm

 

CONSTRUCTION MATERIALS TESTING EQUIPMENT
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