BHIR -['\YI—I CONSTRUCTION MATERIALS TESTING EQUIPMENT

CHIR-AYU CONTROLS PVT. LTD.

GILLMORE APPARATUS

Use to determine the setting time of cement. The apparatus consists

STANDARDS
of two horizontal arms which carry two weighted steel needles
precisely machined to meet5 the requirement. The initial needle 2.12 * ASTM C91
mm dia., weighs 113 g and the ?nal needle 1.06 mm dia., weighs ¢ ASTM C141
453,6 g. o ASTM C266
Weight approx.: 2.5 kg e AASHTO T154

e« ASTM C1398

ORDERING CODE
63-L0075

Gillmore apparatus

GILLMORE APPARATUS
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