
PARTICLE CHARGE TESTER
This equipment is used for the identi?cation of anionic and cationic
bituminous emulsions used in road construction. For this purpose, it
has two electrodes that are introduced into the emulsion, connected
to a continuous power supply, in which after a time of passing a
current through the emulsion, it can be observed which of them has
been deposited a binder film.

 Overall dimensions: 140x200x270 mm
     Weight approx.: 2.2 kg

PARTICLE CHARGE TESTER

 

STANDARDS

ASTM D244
EN 1430

ORDERING CODE

81-B0129/E

Particle charge tester. 220 / 110Vca 50-60hz 1 Ph.
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