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CHIR-AYU CONTROLS PVT. LTD.

PLUNGER PENETRATION APPARATUS

Used for determining the consistency of masonry cement and

S _— . STANDARDS
building limes. Consisting of a steel base with recess to house the test
cup and the vertical column holding the penetration plunger * EN 459-2
assembly. The height of drop is 100 mm and the weight of plunger e EN 413-2

assembly is 90 g. Supplied complete with test cup 80 mm dia. x 70

mm deep and tamper.
ORDERING CODE
Dimensions approx.:
64-L0036
Weight approx.: 6 kg Plunger penetration apparatus to EN 413-2, 459-2, 1015-4. Complete

with cup and tamper

PLUNGER PENETRATION APPARATUS
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