BHIR -AYU CONSTRUCTION MATERIALS TESTING EQUIPMENT

CHIR-AYU CONTROLS PVT. LTD.

THREE GANG MOULDS

Used for determining the restrained expansion of a concrete or

. . . STANDARDS
mortar containing expansive agent. Made from steel. Each gang is
complete with rods and restrained end plates. * UNI8147
. « UNI 8148
55-C0115/7, 80x80x240 mm, conforming to UNI 8148
Weight approx.: 15 kg
ACCESSORIES

55.C0115/8, 50x50x250 mm, conforming to UNI 8147
55-C0115/71

Yetght approx.: 10 kg Set of two end plates with rod for 55-C0115/7
55-C0115/81

Set of two end plates with rod for 55-C0115/8
62-L0034/8

Rod 280 mm long

62-L0035/A

Length comparator digital version. Comprehends digital gauge with
output for PC connection (special cable required) - reference bar not

included
82-D1261/LINK

Serial cable for PC connection

ORDERING CODE

55-C0115/7

Three gang mould 80x80x240 mm UNI 8148
55-C0115/8

THREE GANG MOULDS

Three-gang mould 50 x 50 x 250 mm UNI 8147
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